Centre for Fundamental Studies in Coatings Technology
Block A, Green Park, Jessore Road, Kolkata - 700055.

June 02, 2017.

Reference - cfsct/samples—3/GC/2017 - 18

Golchha,

Suit No. — 406,

6, Brabourne Road,
Kolkata - 700001.

Your Reference; Nil.
Date : May 23, 2017

TEST REPORT

SI. No. Sample ID Oil Absorption Tint Tone
1 Gi_:' 301 42.00 =
2 GP 925 38.80 Sample : TiO, :: 1:19
3 GP 130 _17.15 .

Draw down of four samples attached

For Centre for Fundamental Studies in Coatings Technology
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)
(Dr. K. K. Sengupta)




CENTRE FOR FUNDAMENTAL STUDIES IN COATINGS TECHNOLOGY

! Dated 18 March, 2016
Reference — cfsct/sample/GC/2015 — 16.

Golchha Chemicals,
6, Brabourne Road,
Kolkata — 700001.

Your Reference — Nil.
Date — 00 /03/2016

TEST REPORT OF SAMPLE Ne - 445

. i IR __ Qil Absorption |

1 445 20.50

for Centre for Fundamental Studies in Coatings Technology

%f! (A

/ (Dr. K. K. Sengupta)

\ ey
o

838A, Jessore Road, Block - A, Green Park, Kolkata - 700055.




CENTRE FOR FUNDAMENTAL STUDIES IN COATINGS TECHNOLOGY

Dated 19 February, 2016
Reference ~ cfsct/sample/GC/2015 — 16.

Golchha Chemicais
6, Brabourne Roac
Kolkata — 700001.

Your Reference — Nil.
Date — 30/01/2016

TEST REPORT
"'Si.No. | Sample ID_| Oil Absorption Mass Tone | Reduced Tone (Tint Tone)
1 GP 920+ 34.50 Done (as such) Done. Sample:Tio;:: 1:19
| |

Two draw down for each sample for Mass Tone and Reduced Tone Tint Tone are
utached.

for Centre for Fundamental Studies in Coatings Technotogy

Lo Jy|tuna
(Dr. K. K. Sengupta)

=338, Jessore Road, Block - A, Green Park, Kolkata - 700055.




Centre for Fundamental Studies in Coatings Technology
Block A, Green Park, Jessore Road, Kolkata - 700055.

June 02, 2017.

Reference - cfsct/samples—3/GC/2017 - 18

Golchha,

Suit No. — 406,

6, Brabourne Road,
Kolkata - 700001.

Your Reference; Nil.
Date : May 23, 2017

TEST REPORT

SI. No. Sample ID Oil Absorption Tint Tone

1. 925 38.80 Sample : TiO, :: 1:19

Draw down of four samples attached

For Centre for Fundamental Studies in Coatings Technology

~

-

)
(Dr. K. K. Sengupta)




CENTRE FOR FUNDAMENTAL STUDIES IN COATINGS TECHNOLOGY

Dated 18 March, 2016
Reference — cfsct/sample/GC/2015 — 16.

Golchha Chemicals,
6, Brabourne Road,
Kolkata = 700001.

Your Reference — Nil.

Date — 00 /03/2016
TEST REPORT OF SAMPLE Ne - 1551
"SlNo. |~ Sampleid | Oil Absorption ]
[ ! i \
P i |
1| 1551 | 25.10 |

e e S—— ——

for Centre for Tundamental Studies in Coatings Techinology

(Dr. K. K. Sengupta)




CENTRE FOR FUNDAMENTAL STUDIES IN CATINGS TECHNOLOGY

22 May 2017

M/s Golchha,

6, Brabourne Road,
Suit Ne - 406,
Kolkata — 700001.

Your Reference — Nil

Date: 02/05/2017

TEST REPORT
! ] Tint Tone
Sl. Ne Sample Id Oil Absorption (Pigment: TiO; :: 1: 19)
1 I 30.81 Done — draw down panel — 3 Nes
2 I+ 331 Done — draw down panel — 3 Nes
3 473 (T) 19.52 Done — draw down panel — 2 Nes
4 445 (75) 29.00 Done — draw down panel — 2 Nes
S X
6 Y71 39.62 Done — draw down panel — 1 Ne
7 Y715 38.42 Done — draw down panel — 1 Ne
8

Draw Down panels as above are attached herewith.

for Centre for Fundamental Studies in Coatings Technology

w 2 -
K K. Sengupta)’ P

Enclosures: as above. R
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838 A, Jessore Road, Block - A, Green Park, Kolkata - 700055




